BB200104

2001.4.20

Profile :measured from backside

:plotted as seen from top side

BB0104

Evaluation of the Baseboard0104
(Module035)

Measuring machine :Z-profile:Quick Vision Pro250

:Thickness:Digital micrometer

Z(mm)

Counts

3D Z-profile Thickness of the baseboard(Unit:um)
958 968 964
456 455 457
B-0.6-0.5 463 464 451 474 465
o @-0.5--0.4
g 474 464 459 484 467
N1 m-0.4-03
0b-0.3--0.2 460 470 462
0-02-0.1 967 975 965 968
m-0.1-0
m0-0.1 .
Average TPG= 462 Facing= 966
) X(mm)
X dependence of Y-profile Thickness distribution of TPG
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Thickness distribution of Facing
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